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Date of Report : Feb. 26, 2018
Applicant HONG YUAN LIN TECHNOLOGY CO., LTD.
Supplier HONG YUAN LIN TECHNOLOGY CO., LTD.
Sample Name VQ-900 Nano Silicate Concrete Densifier
Other Information Product type:VQ-900
Sample Submitted By HONG YUAN LIN TECHNOLOGY CO., LTD.(YEH, YAO-CHENG)
Date of Sample Received Feb. 05, 2018
Date of Testing Feb. 05, 2018~Feb. 26, 2018
Remark The information mentioned in the above section is provided by Client

Test Result :
‘Test Items Test Method MDL Test Result

Formaldehyde ISO 17226-1 3 N.D.

Note. 1 mg/kg=ppm ; 0.1wt%=1000ppm
2. Test by SGS Kaohsiung Chemical Laboratory(Report NO. KY/2018/20095A-01)

Th ired ification(s) offered in th igned 10r and on behalf of
¢ required specification(s) offered in this test report is/are for reference only. ( wa
The conformity judgment is at the Applicant's final verdict. SGS Taiwan Ltd.
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