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Date of Report : Feb. 26, 2018
Applicant HONG YUAN LIN TECHNOLOGY CO., LTD.
Supplier HONG YUAN LIN TECHNOLOGY CO., LTD.
Sample Name VQ-900 Nano Silicate Concrete Densifier

Other Information Product type:VQ-900
Sample Submitted By HONG YUAN LIN TECHNOLOGY CO., LTD.(YEH, YAO-CHENG)

Date of Sample Received Feb. 05,2018

Date of Testing Feb. 05, 2018~Feb. 26, 2018
Remark The information mentioned in the above section is provided by Client

(Exclude Date of Sample Received and Date of Testing)

Test Result :
Test Items Test Method Test Result
Specific Density CNS 9725(1996) 1.16
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The conformity judgment is at the Applicant's final verdict. SGS Taiwan Ltd.
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