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Applicant HONG YUAN LIN TECHNOLOGY CO., LTD.

Product Description WATER-BASED CONCRETE NANO COLORING AGENT

Product Type VQ-2000

Product Color green ~ blue ~ red ~ yellow ~ black ~ purple ~ maroon - ocher

Manufacturer HONG YUAN LIN TECHNOLOGY CO., LTD.

Supplier HONG YUAN LIN TECHNOLOGY CO., LTD.

Received Date Apr. 30, 2018

Tested Date Apr. 30,2018~Jun. 19, 2018

Remark The information mentioned in the above section is provided by Client

(Exclude Date of Sample Received and Date of Testing)

Test Result -

Test Item Test Method Result
Resistance to water
(Room temp. » 1000hr.) Ref. ASTM D1308-02(2013) No Effect

Note : This Test Report is an additional original report of TV-18-01520. Issued date : Jun. 19, 2018.

The required specification(s) offered in this test report is/are for reference only. \/\é n
The conformity judgment is at the Applicant's final verdict.
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