Material & Engineering Laboratory-Taichung

TEST REPORT

A 00 R

REPORT NO. TV-14-04206XA-1
PAGE NO. 1 OF /1
DATE Dec. 19, 2014

Applicant HONG YUAN LIN TECHNOLOGY CO., LTD.

Address No.31, Ln.295, Sec.3, Hanxi W.Rd. Beitun Dist., Taichuag City, Taiwan(R.O.C)

Product Description VQ-1006, Nano Brightening Protectant

Product Type VQ-1006

Product Color Transparent Liquid

Manufacturer HONG YUAN LIN TECHNOLOGY CO., LTD.

Product Submitted By HONG YUAN LIN TECHNOLOGY CO., LTD.

Received Date Dec. 12,2014 '

Tested Date Dec. 12,2014~ Dec. 19, 2014

Remark The information mentioned in the above section is provided by Client

Test Result :

(Exclude Date of Sample Received and Date of Testing)

Test Item Test Method Result
Water permeability(ml)(20°C ,24h) CNS 10757(1995) 0.4

Test Item Test Method Result MDL
Heavy Material(ppm)

Soluble Antimony (Sb) n.d. 5
Soluble Arsenic (As) n.d. 2.5
Soluble Barium (Ba) ) n.d. 10
Sk Camiom (€1 MhemsRTE NI | i |
Soluble Chromium (Cr) n.d. 5
Soluble Lead (Pb) n.d. 5
Soluble Mercury (Hg) n.d. 3
Soluble Selenium (Se) n.d. S

Note: 1.Heavy metal test are subcontracted to SGS Chemical Laboratory-Taipei.
2.Heavy metal test conditions Description:
1.n.d. = Not Detected
2.mg/kg = ppm ; 0.1wt% = 1000 ppm
3.MDL = Method Detection Limit
3. This Test Report cancels and supersedes the Test Report No. TV-14-04206X. Revised date : Jul. 3,2015.
4. This Test Report is an additional original report of TV-14-04206X-1. Issued date : Jul. 3,2015.
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SGS TAIWAN Ltd.

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant's final verdict.

This document is issued by the Compang subject to its General Conditions of Service printed over!eaf avallable on re uest or accessible at htt Jfwww.sgs. com/en/Terms and-Conditions.aspx
and, for electronic format documents, subject fo Terms and Conditions for Electronic Documents at WW.SQS.COl Ter Attention is drawn to
the limitation of liability, indemnification and le’ISdlCthﬂ issues defined therein. Any holder of this document is advised that mformat|on contained hereen reﬂects the Company s findings at the time
of its intervention only and within the limits'of Client’s instructions, if any. The Company’s sole responslblllg/ is to its Client and this document does not exonerate parties to a transaction from
exercising all their rights and obligations under the transaction documerits. This document cannot be reproduced except in full, without prior written iapproval of the Company. Any unauthorized
alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent oft e law. Unless otherwise stated the results
shown in this test report refer only to the sample(s) tested. NE B 8 ? 3 O
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