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(Exclude Date of Sample Received and Date of Testing)

Test Item Unit Method MDL l;e(s)‘f;t

EN 71 PART 3 Migration of As Per EN 71 PART 3:1994

certain elements (EN 71& BS 5665)

Soluble Antimony(Sb) mg/kg 5 N.D.
Soluble Aresenic (As) mg/kg 2.5 N.D.
Soluble Barium (Ba) mg/kg 10 N.D.
Soluble Cadmium (Cd) mg/kg 5 N.D.
Soluble Chromium (Cr) mg/kg ICP-AES 5 N.D.
Soluble Lead (Pb) mg/kg 5 N.D.
Soluble Mercury (Hg) mg/kg 5 N.D.
Soluble Selenium (Se) mg/kg 5 N.D.

Note. 1 mg/kg=ppm ; 0.1wt%=1000ppm
2. Test by SGS Kaohsiung Chemical Laboratory(Report NO. KY/2018/20098A-01)

The required specification(s) offered in this test report is/are for reference only.
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Signed for and'on behalf bf

SGS Taiwan Ltd.

The conformity judgment is at the Applicant's final verdict.

This document is issued by the Company subject to its General Conditions of Service printed overleaf, avallable on request or accessible at hitp. z[mmﬁsg .com/en/Terms-and-Conditions.aspx

and, for electronic format documents, subject %o Terms and Conditions for Electronic Documents at

Attention is drawn to

the fimitation of liability, indemnifi cation and jurisdiction issues defined therein. Any holder of this document is advised that mformauon contamed hereon reﬂects the Company’s findings at the time

of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibili

is to its Client and this document does not exonerate parties to a transaction from

exercising all their rights and obligations under the transaction documenits. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized
alteration, forgt;ery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the taw. Unless otherwise stated the results

shown in this
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est report refer only to the sample(s) tested.
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