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Test Item Unit Test Result Test Method
FKE(E) ml/m - % 0.46 % #refer CNS 10757

Water permeability(circulation oil) (£ & Room temperature,24h)

-——— A F £ &Blank Below ——

G (DAMRM|EMPLEEHELTE T - (3% a8k D. 1031224)
(DARELREZWP AR ERBFEAABEEAE -
()& & B3R RRE LB EH 04, FETAFZTIER -

o
2
-
iy
=




